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ANSI Z97.1 Pass Pass Pass

CPSC Part 1201.4 
Cat I Pass Pass Pass

CPSC Part 1201.4 
Cat II Pass Pass

EN 12600  
2B Pass

EN 12600  
1A Pass Pass Pass

LABC Pass

Ignition Temperature  
ASTM D-1929 Pass Pass

Rate of Burning  
ASTM D-635 Pass Pass

Surface Flammability  
ASTM E-162 Pass

Fire Tests of Window Assemblies  
ASTM E-2010 - No affect on fire rated glass Pass Pass Pass Pass

Surface Burning Characteristics  
ASTM E-84 Pass Pass Pass

Ignitability test 
BS 476 Part 5 Pass

Fire Propagation 
BS 476 Part 6 Pass

Surface Flammability  
BS 476 Part 7 Pass

Fire classification 
EN 13501 (EN ISO 11925, EN 13823) Pass


